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PVDF Coating of Shine Bond have been

highly evaluated through the following tests:

Hardness ASTM D-3383-74 (NCAAII-12)
Flexblll' T-Bend ASTM D-414583 (NCAAI-19)
Adhesion ASTM D<414587 (NCAA II-5)
Abrasion falling Sand ASTM D-958-81

Monar Resislance AAMA D505 2-91 TESTET 72
Detergent Resistance ASTM D-2248-73 (ECCATS)
Aoid Pollutants ASTM 0-1308-87

_ AsMA DH0S5 2-00 TESTHT 31
Alkall Resistance ASTM D-1308-87

Szt Fog ASTM B-117-85 (NCAAII-2)
Humidity ASTM D-2247-87 D714-87
Calor Retention ASTM [-2244-85 0224489
Chalk Resistance ASTM D-65885 D4214-80
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SHINE BOND PROPERTIES

PROPERTY  Unt Shine bonddy)
GRAVITY T 138
WEIGHT KM’

THERMAL TRANSMITTANCE  Kcalfm hr °C

DEFLECTION TEMPERATURE g

LINEAR E EXPANSION 1047C

TENSILE STRENGTH

ELONGTION

BENDING STRENGTH Kg/Cht
BENDING MOMENT Kg/CIW
ADHESIVE STRENGTH

BENDING ELASTIC MODULUS
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